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Gold nanoparticles (Au NPs) were prepared on a native-oxide-covered Si(100) substrate by sputter-deposition
followed by thermal annealing. The size of Au NPs could be controlled in the range of 8-48 nm by varying the sputter-
deposition time and post-annealing temperature. The interparticle separation was found to be directly related to the size
of Au NPs, with smaller separations for particles of smaller size. The surface morphology, crystal structure, and
interfacial composition of the chemical states of these supported AuNPs were studied as a function of their average size
by using scanning electron microscopy, glancing-incidence X-ray diffraction, and depth-profiling X-ray photoelectron
spectroscopy (XPS), respectively. The new Au 4f7/2 peak found at 1.1-1.2 eV higher in binding energy than that for the
metallic Au feature (at 84.0 eV) can be attributed to the formation of Au silicide at the interface betweenAuNPs and the
Si substrate. Depth-profiling XPS experiments revealed no discernible change in the binding energies of the Au silicide
and metallic Au 4f features with increasing Ar+ sputtering time, indicating that the Au-to-silicide interface is abrupt.
Furthermore, the shift in theAu 5d5/2 valence band to a higher binding energy and the reduction of the Au 5d spin-orbit
splitting with increasing Ar+ sputtering time also support the formation of Au silicide. No clear evidence for the
quantum size effect was observed for the supported NPs. The finite density of state at the Fermi level and the fixed
Au 4f7/2 peak position clearly indicate the metallic nature of the Au silicide at the Au-Si interface.

1. Introduction

Gold is a very important metal not only as an excellent
electrical conductor but also as a nonreactive metal in its bulk
state. In modern electronic devices, Au has been extensively used
as an indispensable electrode material.1,2 The physical properties
of Au greatly depend on the sizes (or coordination numbers) and
structures.3-8 The electronic properties of Au in the nanometer-
size regime are dramatically different from those of the bulk.
Au also becomes chemically reactive as the size decreases, and
Au nanoparticles (NPs) have therefore emerged as a new active
catalyst.9-13 In recent years, substantial efforts have been devoted
to study the catalytic activity of Au NPs supported on oxide
substrates and to understand the effects of NP size and sub-

strate.5-22 For example, Chen and Goodman studied the activity
of Au NPs supported on titanium oxides toward CO oxidation,
and attributed the high catalytic activity of Au NPs to both
structural (e.g., particle size) and substrate effects.15

Both X-ray and ultraviolet photoelectron spectroscopy (XPS
and UPS) have been employed to study the quantum size and
substrate effects of AuNPs supported on various substrates.16-25

The real question here is whether the binding energies (BEs) of the
core-level states (e.g., Au 4f) and the density of states (DOS) of the
valence band (VB)near theFermi level (e.g.,Au5d) of theAuNPs
are affected by the quantum size effect or the substrate effect, or
both. For Au NPs supported on a substrate, three possible
scenarios can be envisioned: (1) Substrate effect: As the particle
size decreases, the proportionof the total number of atoms in each
NP in direct contact with the surface of the substrate increases. In
such case, the electronic structure of NPs could be significantly
influenced by the substrate. (2) Quantum size effect: In the case
where the NPs are electronically well isolated from the substrate,
the electrons are confined inside the NPs. The electronic proper-
ties should therefore be affected only by the decreasing size of
the NPs. (3) Alloying effect: NPs could form an alloy with the
substrate, therefore changing the crystal structure of the ori-
ginal Au lattice and the corresponding electronic structure.
For all three cases, the electrons in the VB are redistributed.
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Consequently, the spin-orbit splitting and width of the Au 5d
bands would generally become smaller if at least one of the
aforementioned scenarios is effective. In practice, it is very
difficult to differentiate these three effects from the VB spectrum
alone. The positions of Au 4f core-level BEs can be used to reflect
the initial and final state effects in the photoemission process. For
the final-state effect, the Au 4f level generally shifts to a higher BE
positionwith a broadened width as theNP size decreases.25 In the
case of the substrate or alloying effect, the Au 4f level shifts to a
higher or lower BE depending on the charge transfer direction
(chemical shift). Itmay therefore be possible, in appropriate cases,
to distinguish these three effects upon careful analysis of the core-
level XPS spectrum.

Understanding the interfacial electronic structure and bonding
of Au NPs on Si may provide insights into development of new
applications in nanocatalysts and Si-based nanoelectronics. Au
NPs can be produced on a Si substrate by various techniques,
including electro and electroless solution based chemistry26-29

and vapor deposition methods.30-32 In the present work, size-
specific Au NPs were prepared on a Si(100) substrate by a simple
technique involving sputter-deposition followed by thermal
annealing.33,34 The surface morphology, crystal structure, and
interfacial composition of chemical states were studied as a
function of the AuNP size by using scanning electronmicroscopy
(SEM), glancing-incidence X-ray diffraction (GIXRD), and
depth-profiling XPS, respectively.

2. Experimental Details

Au films of different thicknesses were deposited on native-
oxide-covered Si(100) substrates by varying the sputter-deposi-
tion time using amagnetron sputter-coater (DentonDesk II). The
Si substrates (15� 2.5 mm2) were cut from a single-side-polished,
p-type boron-doped Si(100) wafer (0.4mm thick, purchased from
Waferworld) with a resistivity of 1.0-1.5 mΩ cm. The as-depo-
sitedAu filmswere then annealed in air at various temperatures in
a conventional oven for 1 h to produce the AuNPs of specific size
distributions. The surface morphology of the NPs was character-
ized by using a LEO 1530 field-emission scanning electron
microscope. The crystal structures of the Au NPs supported on
a Si substrate were checked by GIXRD using a high-resolution
four-circle X-ray diffractometer (PANalytical X’Pert ProMRD),
with the Cu KR (1.542 Å) anode operating at 45 kV and 40 mA
and positioned at an incident angle of 0.6� from the sample
surface. Their corresponding chemical states over depth were
analyzed by using XPS as a function of Ar+ ion sputtering time.
In particular, XPS measurement was first performed on the as-
prepared sample, followed by sequential cycles of Ar+ ion
sputtering for a predetermined period followed by XPS measure-
ment. For these depth-profiling XPS studies, we used a Thermo-
VG Scientific ESCALab 250 microprobe with a monochromatic
AlKR source (1486.6 eV) with a typical energy resolution of 0.4-
0.5 eV full width at half-maximum (fwhm). For the Ar+ sputter-
ing, an ion beam with an incident energy of 3 keV was directed

over a 3� 3mm2 rastered sample area, producing anapproximate
sputtering rate of 0.6 nm/min forAuwith an ion current density of
0.3-0.4 μA/mm2. Details of the analysis procedures have been
given in our earlier work.26

3. Results and Discussion

By controlling the Au film thickness with a different amount
of sputter-deposition time and judicious choice of the post-anneal-
ing temperature, Au NPs of different size distributions could
be easily obtained. In general, the average size of the Au NPs
increases with increasing Au film thickness and increasing post-
annealing temperature (and/or time). Figure 1 shows the SEM
images for a 10 nm thick Au film prepared by sputter-deposition
for 60 s (sample A) and Au NP samples of three different size
distributions (shown as insets): 30-70 nm (sample B), 10-30 nm
(sample C), and 6-12 nm (sample D), obtained by appropriate
combinations of the sputter-deposition time and post-annealing
temperature. All the samples (both the film and NPs) were
supported on Si(100) substrates covered by native oxide. Evi-
dently, a larger sputter-deposition time increased the thickness of
the deposited Au film, which led to a larger particle size upon
post-annealing (Figure 1B-D). To achieve a smaller average size
distribution such as that of sample D, a thinner filmwas annealed
with the lowest possible post-annealing temperature to induce
nucleation. In addition, the separations between Au NPs were
also found to be directly related to the size of Au NPs. A higher
post-annealing temperature induced stronger agglomeration of
Au atoms, forming bigger droplets, resulting in larger separations
in between theNPs (Figure 1B). Similarly, a lower post-annealing
temperature produced weaker agglomeration, thereby forming
smallerAuNPs and smaller interparticle separations (Figure 1D).
It is important to note that the average size distribution and
interparticle separations of the Au NPs are very important
for controlling the diameters and spacing in catalytic growth
of nanowires.35

Figure 2 compares the corresponding GIXRD patterns for the
10 nm thick Au film and the three AuNP samples. These patterns
are found to be in good accord with the face-centered cubic (fcc)
metallic Au reference (JCPDS 65-2870), with the relative inten-
sities of individual XRD features of all the samples found to be

Figure 1. SEM images for (A) a 10 nm thick Au film obtained by
sputter-deposition for 60 s, and Au nanoparticle samples obtained
with different respective combinations of sputter-deposition time
and post-annealing temperatures (for 1 h) of (B) 60 s and 650 �C,
(C) 30 s and 550 �C, and (D) 10 s and 100 �C. Corresponding
particle size distributions for the NP samples are shown as insets.
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not only nearly identical to one another but also closely resem-
bling that of the reference spectrum. These patterns therefore
confirm the randomorientation of the polycrystallineNPgrowth.
Spadavecchia et al. observed a very similar XRD pattern to ours
for a Au film deposited on Si(100) annealed at 814 �C.36 The Au
NPs prepared in a AuCl3 solution by electrodeposition and
electroless deposition by us in an earlier study also exhibited
nearly identical XRD patterns.26 Evidently, the larger NPs
(Figure 1B) exhibit a discernibly narrower XRD features than
the smaller NPs (Figure 1C, D). The average grain sizes of the Au
nanocrystallites estimated from the (111) diffraction feature by
Scherrer analysis also follow an ascending trend with increasing
NP size, from 6 to 7 nm (sample D) to 12-13 nm (sample C) and
to 25 nm (sample B) [with the 6 nm crystals found for the Au film
(sample A)]. These observations are consistent with the increasing
post-annealing temperature employed for the preparationof these
NP samples.

Detailed depth-profiling XPS analyses were carried out on the
10 nm thick Au film and the Au NP samples with different
average size distributions. Figure 3 compares the XPS spectra of
the Au 4f region for the four samples as a function of Ar+

sputtering time. Based on the XPS data, we present schematic
models, in Figure 4, for the formation and size evolution of Au
NPs resulting fromAr+ sputtering on the Si substrate. For the as-
prepared samples, aweakC 1s feature at 285.0 eVwas observed in
all the XPS spectra (not shown), which indicates the presence of a
minor carbonaceous component commonly found as a result of
sample handling in air. The C 1s feature could be completely
removed after sputtering for 5 s,which also resulted in an intensity
increase in other XPS features. For the “clean” Au film obtained
after 5 s sputtering (Figure 3A), theAu 4f7/2 (4f5/2) peak at 84.0 eV
(88.8 eV), with a fwhm of 0.8 eV, is assigned to metallic gold.37

The intensities of metallic Au 4f peaks become weaker without
any change in the BE position with increasing sputtering time to
60 s and appear to be totally removed after 120 s of sputtering.
A new broader Au 4f7/2 (4f5/2) peak at 85.1 eV (88.8 eV), 1.1 eV
higher in BE than that of the metallic Au, is found to emerge after
sputtering for 30 s and becomes stronger after sputtering for 120 s.
Upon further sputtering, the new Au 4f peak is found to be

slightly shifted by +0.2 eV to the higher BE side, along with
reduction in intensity. Although this BE shift could be due to
either a change in interfacial compositionor a quantum size effect,
this shift is not significantly larger than the experimental uncer-
tainty ((0.1 eV). For the larger Au NPs in samples B and C
(Figure 1), the correspondingAu 4f spectral evolutions with sput-
tering time are found to be very similar to that of the Au film
(sampleA). Furthermore, the onsets of the newAu4f peak for the
larger NPs appear at a later sputtering time, from 5 s (sample D)
to 15 s (sample C) and 30 s (sample B), which is consistent with a
proportionally thicker Au component on top of the Au silicide.

To identify the nature of the new Au 4f feature located at the
higher BE, we first consider the quantum-size effect. It is
important to note that the use of Ar+ sputtering would gradually
reduce the size of the as-prepared NPs with increasing sputtering
time in our depth-profiling XPS experiments (Figure 4c). Ex-
tremely small NPs in the quantum size regime could therefore be
produced on the Si substrate with this procedure. As the Au
cluster size decreases, Au is expected to become nonmetallic.25

The nonconducting nature of the AuNPs on the substrate should
lead to positively charged Au NPs in the final state during the
photoemission process, causing a shift toward higher BE and
broadening of the 4f spectral feature.25 This is consistent with the
work by DiCenso et al., who reported no extra Au 4f feature and
found that the Au 4f peak gradually shifts to a higher BE as the
Au cluster deposited on an amorphous C substrate becomes
smaller.38 Bittencourt et al. also observed a gradual Au 4f BE
shift, along with peak broadening, with decreasing size for
Au clusters deposited on multiwall carbon nanotubes.39 They
attributed the BE shift to a quantum size effect.38,39 Zhang and
Sham prepared thiol-capped Au NPs on a conductive carbon
substrate,23 and observed that the Au 4f peak shifts by 0.36 eV,
with asymmetric broadening of the peak at the higher BE side.
They claimed that the observed shift was due to an initial-state
substrate electronic effect, although such a shift could also be
argued as the result of a final-state Coulomb charging effect.40,41

For Au deposited on an oxide-covered Si substrate, Dalacu
et al. observed, unlike other XPS results that showed an addi-
tional Au 4f7/2 feature,

26,42-47 a gradual shift of the Au 4f peak
from84.0 to 85.0 eVwith decreasingAu cluster size, accompanied
by peak broadening, which they attributed to a cluster charging
effect.24 Peto et al. prepared aAu film onan oxide-covered Si(100)
substrate by thermal evaporation and followed the spectral
changes after two sputtering steps.48 They also observed a shift
of the Au 4f peak to a higher BE with increasing sputtering time,
which they attributed to the size effect. However, because they
performed only two sputtering steps, it is unclear whether the
Au 4f BE shift is gradual. In the present work, our Au 4f spectra
for the Au NPs (Figure 3) clearly show the evolution of an extra

Figure 2. GIXRDpatterns for (A) a 10 nm thickAu filmobtained
by sputter-deposition for 60 s, and Au nanoparticle samples
obtained with different respective combinations of sputter-deposi-
tion time and post-annealing temperatures (for 1 h) of (B) 60 s and
650 �C, (C) 30 s and550 �C, and (D) 10 s and100 �C.The features at
50-60� correspond to the (311) plane of Si (JCPDS 27-1402).
These patterns are compared with those of Au reference (JCPDS
65-2870).
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Au 4f feature at the higher BE position, with its peak position and
fwhm remaining unchangedwith sputtering time, andwithout the
metallic Au 4f feature shifting to a higher BE. We therefore
conclude that the new Au 4f feature at 85.1-85.3 eV is not due to
a quantum size effect but to the formation of a Au-Si alloy, that
is, Au silicide. In addition, given the well-defined BE positions of
themetallic peakand the newpeakand the rather short amount of
sputtering time needed for the transition from the metallic to the
new feature, the interface between Au and Au silicide appears to
be abrupt.32,42

The assignment of the new Au 4f XPS peak located at 1.1-
1.2 eV higher in BE than that of metallic Au to Au silicide is

consistent with the earlier studies.26,42-47 In particular, for Au
films (supported on Si substrates) irradiated by a high energy ion
beam (120-350 keV, comparedwith themuch lower 3 keV energy
used in the present work), Sarkar et al.43 and Khalfaoui et al.44

observed a newbroaderAu4f peak at 0.6 and 1 eVhigherBE than
that ofmetallic Au, respectively. Sundaravel et al. also observed a
new broader peak at 1.2 eV higher BE than that ofmetallic Au for
a sputtered Au film on Si(111).42 These researchers all attributed
the new feature to Au silicide. Similarly, by gradually increasing
the Au coverage on a Si substrate at room temperature, other
researchers observed a new Au 4f peak at a higher BE for a
very low coverage and assigned the observed peak also to Au-Si
alloy.45-47,49 Furthermore, studies employing other experimental
techniques,33,42,44,50-52 such as Auger electron spectroscopy, also
show characteristics of Au silicide at the Au-Si interface. For Au
NPs (with an average diameter of 10.5 nm) obtained on a H-
terminated Si(100) substrate by electrodeposition and electroless
deposition in a AuCl3 + NaClO4 solution, we also observed a
new, well-defined Au silicide 4f7/2 peak at 1.0 eV higher BE than
the metallic Au.26 In this earlier work, we could rule out the
sputtering effect by removing the top Au component by dipping
the sample in a diluted HF solution to expose the Au silicide
interface (without sputtering). The remaining Au 4f peak
observed at the higher BE indicates that the Au silicide form is
indeed an interfacial property.26 We can also rule out the assign-
ment of Au3+ (as in Au2O3) for the new Au 4f7/2 peak because
the calculated surface atomic ratio Au/O was found to be consi-
derably larger than the expected value for Au2O3.

Figure 3. Au 4f spectra obtained as a function of Ar+ sputtering time for (A) a 10 nm thick Au film obtained by sputter-deposition for 60 s,
and Au nanoparticle samples obtained with different respective combinations of sputter-deposition time and post-annealing temperatures
(for 1 h) of (B) 60 s and 650 �C, (C) 30 s and 550 �C, and (D) 10 s and 100 �C, and the corresponding depth profiles of Au 4f7/2 intensity for
(E) the metallic Au feature at 84.0-84.1 eV and (F) Au silicide feature at 85.1-85.3 eV.

Figure 4. Schematic models of (a) probable and (b) improbable
formation of Au NP on a Si substrate by thermal annealing of Au
film; (c) size reduction of Au NPs as the result of increasing Ar+

sputtering time; and (d) phase-separation ofAu silicide particles to
metallic Au and Au silicide upon thermal annealing.
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It is of interest to examine the spectral evolution of NPs with
the smallest size distribution (sample D) obtained in the present
work in the initial stage of Ar+ sputtering. Upon sputtering for
just 5 s (Figure 3D), theAu 4f7/2 peak becomes asymmetric due to
the emergence of a new shoulder feature at the higher BE side.
After further sputtering to 15 s, the peak becomes significantly
broader (with a fwhm of 1.7 eV) and shifts to a higher BE of
84.8 eV. If we were to base our conclusion solely on the develop-
ment of asymmetry, broadening, and gradual shift to a higher BE
in an XPS spectral feature without a careful analysis, we would
havemistaken the observed spectral changes asmanifestation of a
quantum size effect.16,48 A detailed depth-profiling study is there-
fore vitally important to fully characterize the nature of emerging
new core-level features.

For small Au clusters with one to seven atoms deposited on a
native-oxide-covered Si substrate, Cox et al. observed a Au 4f7/2
peak at ∼1.0 eV higher BE than the corresponding metallic Au
peak and attributed this BE shift to the nonmetallic nature of
small Au clusters.53 This conclusion is in marked contrast to that
reported by Compagnini et al., who prepared mixed Au-Si
nanoclusters of 2 nm and observed a broad Au 4f7/2 feature (with
1.7 eV fwhm) and a BE shift of 0.3 eV to the higher BE side of the
metallic Au feature.30 Together with optical properties (including
a shift in the surface plasmon resonance), electrical properties,
and XPS results, they concluded that the cluster was Au4Si and
was metallic, and that the silicide nanoclusters appeared to be
easily converted to a two-phase system (Au and Si) upon anneal-
ing above 180 �C.30OurXPS data (Figure 3) also indicate that the
as-formed Au silicide at the interface is metallic in nature. If the
observed Au silicide were nonmetallic, the BE should gradually
shift to the higher BE side with decreasing NP size as the result of
increasing sputtering time, due to a final-state charging effect.
This assertion, however, does not reconcile with our XPS data.
If theAu silicide layer remains intact and onlyAuagglomerates to
form NPs during post-annealing, thereby exposing the silicide
layer (Figure 4b), the Au 4f peak at a higher BE (corresponding
to Au silicide) would be detectable for the as-prepared sample
(i.e., before any sputtering). Because no such silicide peak was
observed for the NP samples (samples B-D) before sputtering,
we conclude that the interfacial Au silicidemust undergo agglom-
eration in concert with the Au top component to form Au NPs
upon annealing of the Au film (Figure 4a).

Figure 3E and F shows typical changes in the Au 4f7/2 peak
intensities as functions of sputtering time (depth profiles) for the
metallic Au feature at 84.0-84.1 eV and Au silicide feature at
85.1-85.3 eV, respectively. It shouldbenoted thatAr+ sputtering
could be used to reduce the NP size sufficiently (Figure 4c) to
expose any underlying quantum-size effect. Except for sample D,
the depth profiles of the other three samples all appear to have
similar shapes, with considerable reduction for the metallic Au
features over the first 60 s of sputtering and plateau-like profiles
centering over 60-120 s sputtering for the respective Au-Si
features. For sample D, the predominant intensity of the metallic
Au top layer undergoes a sharp decrease and becomes almost
completely extinct, exposing the Au-Si layer underneath,
after just 30 s of sputtering (Figure 3E). Concomitantly, the
corresponding Au-Si intensity reaches a maximum after 15 s
of sputtering and then reduces to its as-deposited value after 180 s
of sputtering (Figure 3F). As expected, the total amount of
Au deposition, as reflected by the integrated areas of the
metallic Au feature under the depth profiles, is proportional to

the sputter-deposition time. The Au 4f7/2 peak intensity of sample
D (obtained with 10 s of sputter-deposition followed by 100 �C
post-annealing) is at least 4 times weaker than that of sample A
(obtained with 60 s of sputter-deposition). For sample B (also
obtained with 60 s of sputter-deposition but followed by 650 �C
post-annealing), the metallic Au 4f7/2 peak is also weaker before
sputtering but with considerable intensity reduction over a more
extended depth than that for the Au film obtained without the
post-annealing (sample A), which is consistent with the lesser
areal coverage of the Au NPs, with thicker Au top components,
on the substrate. The similar areas found for the two shaded areas
clearly indicate that the height and Au layer thickness of the Au
NPs (sample B, resulting from post-annealing of the as-deposited
film sample A) are larger than those of the corresponding as-
deposited Au film (sample A), suggesting agglomeration through
droplet formation (Figure 4a). In the case of Au silicide
(Figure 3F), the corresponding maximumAu 4f7/2 peak intensity
does not appear to be critically related to the sputter-deposition
time. The relative total amounts of Au silicide for individual
samples are found to follow those of the corresponding Au
deposits, while the extents of Au silicide over depth appear to
depend on the annealing temperature (and annealing time). The
more limited extent for sample B relative to sample A indicates
that the Au NPs in sample B occupy a smaller total footprint
(contact area) on the substrate than the uniform film in sample A.

Figure 5 shows the corresponding VB spectra as functions
of sputtering time for the four samples. TheVB spectra of the four
samples after sputtering for over 480 s resemble one another, and
are dominated by a prominent feature at 2.7 eV corresponding
to Si s-p band, and a strong feature at 9.2 eV corresponding to
Ar 3p features of implanted Ar+ ions. The Ar to Si ratio can be
estimated from the Ar 3p and Si 2p XPS intensities and their
corresponding sensitivity factors. For example, the relative con-
centration is found to be 1Ar atomper 25 Si atoms for the spectra
obtained after 960 s sputtering. We believe the extremely low
implanted Ar concentration (less than 4%) could not affect the
chemical state of the Si species. For the as-deposited Au film
(sample A) and Au NP samples (samples B-D), the VB spectra
are also found to be similar to one another, with two prominent
peaks at 3.6 and 6.2 eV attributed to metallic Au 5d5/2 and
Au 5d3/2 bands, respectively, in good accord with the character-
istic VB features for metallic gold.25,26 For sample A (Figure 5A),
upon sputtering for 30 s, the Au 5d5/2 band at 3.6 eV shifts to a
higher BE while the Au 5d3/2 peak at 6.2 eV remains essentially
unchanged in its BE position. Upon 60 s sputtering, the Au 5d5/2
band becomes weaker and shifts to 4.2 eV, resulting in a smaller
5d spin-orbit splitting (2.0 eV) than that for metallic Au (2.6 eV).
On the basis of the correspondingAu4f7/2 peak areas (Figure 3A),
the Au silicide to metallic Au population ratio is about 4:6.
Continued sputtering of sample A for over 120 s leaves mostly
Au silicide on the substrate (Figure 5A), in accord with the
Au 4f spectral changes shown in Figure 3A. The corresponding
VB spectrum not only becomes weaker but exhibits a markedly
different spectral envelope, with the Au 5d5/2 and 5d3/2 bands
located at 5.3 and 6.6 eV, respectively. With increasing sputtering
time, the VB spectrum becomes very weak and evolves to that of
the Si substrate after 480 s of sputtering. For theNPs of samples B
(Figure 5B) and C (Figure 5C), the respective VB spectral
evolutions with sputtering time follow that of sample A, with
minor differences in the onsets of the Au silicide and Si substrate
features. In case of sample D (Figure 5D), the Au 5d VB
peaks change more drastically with sputtering time, with the
characteristic VB (and Au 4f) of metallic Au disappearing
at a shorter sputtering time, which is due to the smaller Au NPs

(53) Cox, D.M.; Eberhardt,W.; Fayet, P.; Fu, Z.; Kessler, B.; Sherwood, R. D.;
Sondericker, D.; Kaldor, A. Z. Phys. D: At., Mol. Clusters 1991, 20, 385.
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on Si substrate. Upon 15 s of sputtering, the VB bands are located
at 4.8 and 6.8 eV with a band splitting of 2.0 eV. These peak
positions remain unchanged in the 15-60 s sputtering range with
a slight reduction in the relative peak intensity. Upon 120 s
sputtering, the two bands with a splitting of∼1.0 eV have become
quite similar to the corresponding VB features for other samples
shown in Figure 5A-C.

Figure 5E and F shows the BE positions of the Au 5d5/2 and
5d3/2 features and their corresponding band splitting, respectively,
as functions of sputtering time for the four samples. Evidently,
the changes can be divided into two stages, below and above
200 s of sputtering. For sputtering times greater than 200 s, the
positions of the Au 5d5/2 peak at 5.4 eV and Au 5d3/2 peak at
6.6 eV remain unchanged with sputtering time and are nearly the
same for all four samples (Figure 5E).This result is consistentwith
the presence of Au silicide between the Au component and the
Si substrate in all four samples, as indicated by our Au 4f results.
In the early stage with sputtering times less than 200 s during
which the metallic Au becomes thinner (Figure 4c), the locations
of the two Au 5d peaks change more sharply from their metallic
Au positions with sputtering time. The BE of the Au 5d5/2
increases less abruptly (from 6.2 eV) than that of the Au 5d3/2
(from 3.6 eV) with sputtering time (Figure 5E). Consequently,
their corresponding band splitting (spin-orbit splitting) decreases
with sputtering time in the early stage (Figure 5F), and the
splitting decreases more sharply as the metallic Au becomes
thinner, with those of samples D and C being more abruptly
changed than samples B andA. Interestingly, for smaller AuNPs,
especially sample D (and sample C), the BE of the Au 5d5/2 band
shows a maximum in the sputtering range of 15-60 s, which is
0.3 eV larger than that for Au silicide. For the larger Au NPs and
the Au film, the respective BE of Au 5d5/2 band is not larger than

that of Au silicide by more than 0.1 eV. Although the intensity of
the Au 4f feature of sample D (Figure 3D) is reduced, their BE
positions (and the fwhms) show no discernible change with
increasing sputtering time from 60 to 120 s. In contrast, the VB
features exhibit a notable change, with the band splitting decreas-
ing from 1.7 eV (6.8-5.1 eV) to 1.1 eV (6.5-5.4 eV) upon
increasing sputtering time to 120 s. Obviously, the number density
of smaller Au NPs (sample D) is larger than that for larger NPs
(e.g., sample B). For the same Au 4f intensity, the average size (or
the substrate contact area) of the former is much smaller than the
latter. Because the proportion of atoms in eachNP in contactwith
the substrate increases with decreasing particle size, the NPs in
sample D are expected to be more directly influenced by the
substrate. For this reason, the changes in the VB band splitting
could also be due to a substrate effect (e.g., contact area).

Boyen et al. reported twoAu5dvalence bands at 4.8 and 6.7 eV
for an amorphous Si70Au30 alloy.

54 They found that the relative
intensities of the two bands depend on the annealing temperature,
despite no observable change in their peak positions. This was
cautiously attributed to a clustering of Au atoms in amorphous
Au-Si alloy. They also found that the Au 5d5/2 band shifts to
a higher BEwith decreasingAu content, from 4.4 eV for Si20Au80
to 5.2 eV for Si80Au20, which is very similar to our present result
for the Au 5d5/2 band shift with increasing sputtering time
(Figure 5E). Lee and Hwang calculated the DOS for AuxSi100-x

(with x=25, 50, 75) and attributed theAu 5d shift to a higher BE
with decreasingAu content and the stability of theAu-Si alloy to
change in the hybridization of Si 3p andAu 5d states.55Guczi and
co-workers also reported very similarVB spectra to our results for

Figure 5. VB spectra collected as a function ofAr+ sputtering time for (A) a 10 nm thickAu filmobtainedby sputter-deposition for 60 s, and
Au nanoparticle samples obtained with different respective combinations of sputter-deposition time and post-annealing temperatures
(for 1 h) of (B) 60 s and 650 �C, (C) 30 s and 550 �C, and (D) 10 s and 100 �C, and (E) their corresponding peak positions of Au 5d5/2 and
5d3/2 bands, and (F) their band splitting.

(54) Boyen, H. G.; Rieger, P.; Haeussler, P.; Baumann, F.; Indlekofer, G.;
Oelhafen, P.; Guentherodt, H. J. J. Phys.: Condens. Matter 1990, 2, 7115.

(55) Lee, S.-H.; Hwang, G. S. J. Chem. Phys. 2007, 127, 224710.
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a 10 nm thick Au film on a native-oxide-covered Si(100) substrate
(sample A), along with an increase in the catalytic activity, after
Ar+ ion sputtering.16,48 They attributed the different VB features
from that of metallic Au to the quantum size effect, because ion
sputtering reduces the size of Au islands. They further excluded
the possibility of Au-Si alloy formation, because the VB feature
returned to that of metallic Au after their catalytic tests at high
temperature.16 In addition, they observed that the small Au NPs
agglomerate to form larger Au particles, as evidenced by trans-
mission electron microscopy. Because they believed that Au
silicide could not convert to metallic Au, they attributed the
recovery of metallic Au to the agglomeration of small Au NPs.
However, Compagnini et al. showed that Au silicide nanoclusters
could easily phase separate to Au and Si upon heating above
180 �C.30 If the small Au silicide particles could undergo phase
separation and agglomeration at high temperature30 (Figure 4d),
the small Au silicideNPs could form larger particles with metallic
Au on top and Au silicide at the interface during the catalyst
experiment.48 This alternative phase separation model could also
explain the observations of Guczi et al.16 Although the VB
narrowing observed in the present system is clearly due to Au-
Si alloy, as supported by ourXPS results, it is difficult, in practice,
to predict whether the observed spectral changes are due to
quantum size or alloying effects, based solely on the evolution
in the VB features (e.g., narrowing of Au 5d band splitting).
In several studies involving Au/quartz,20 alkanethiolate-capped
Au/carbon,23 Au/amorphous carbon,38 Au/carbon nanotubes,39

andAu/diamond,56 the researchers claimed that the narrowing of
the Au 5d band is due to the quantum size effect and not to the
formation of alloys (such as Au silicide).

The formation of Au alloy has also been observed on other
substrates. By depositing a Au film with different coverage on a
Ge substrate, Ruckman et al. found that the Au 5d band splitting
gradually increases from 1.5 to 2.2 eV as the Au coverage
increases from 0.5 to ∼20 Å.57 Their VB features for the low
Au coverage are found to be very similar to our VB spectra forAu
NPs in sample D (Figure 5D). For their corresponding Au 4f
spectra at low Au coverage, they observed a 4f component at
0.9 eV higher BE than that of bulk gold, which is also in good
accord with that (1.0 eV) observed for Au silicide (Figure 3D).
They attributed these Au 4f and VB features to a Au-Gemixture
species, such as Au3Ge.

Figure 6 shows the DOS near the Fermi level for the Au NP
sample with the smallest size range of 6-12 nm (sample D). As
expected, the DOS decreases near the Fermi edge as the metallic
Au component is reduced by Ar+ sputtering during the depth-
profiling experiment. According to theAu 4f spectra (Figure 3D),
sputtering for 30 s would remove the entire metallic Au compo-
nent. However, considerable DOS at the Fermi level is observed
after 30 s of sputtering, indicating that theAu silicide that remains
is not an insulator. Although the DOS decreases further with
increasing sputtering time, no evidence of any metal-to-nonmetal
transition with increasing sputtering time (or decreasing size) can
be found. If such a transition were to occur, the Au 4f of Au
silicide should also shift to a higher BE due to a final-state
charging effect. Such a shift has not been observed in the present

work, and the Au 4f peak position remains unchanged with
sputtering time (Figure 3). The present observation is in contrast
to the study by Zhang and Sham, who reported a metal-
to-insulator transition in the DOS at the Fermi level for alka-
nethiolate-capped Au NPs of 1.6 nm in size.23 The effect of the
substrate, particularly in facilitating the formation of Au silicide,
therefore plays a crucial role in the observed electronic structure
near the Fermi edge.

4. Summary

GoldNPs over an extendedaverage size regime from8 to 48nm
have been prepared on a native-oxide-covered Si(100) substrate
by using a simple method, involving magnetron sputter-depo-
sition followed by thermal annealing. SEM shows near-regularly
spaced NPs with a fairly uniform size distribution and interpar-
ticle separations linearly dependent on the average size, while
GIXRD confirms the nanocrystalline nature of the fcc metallic
Au grains. Detailed depth-profiling XPS studies show that the
new Au 4f peak located at 85.0 eV, 1.1-1.2 eV higher in BE than
that of metallic Au, can be attributed to the formation of Au
silicide at the interface between Au and Si. The Au 4f depth
profiles further reveal that the transition from metallic Au to Au
silicide occurs over a short sputtering time range, indicating that
the silicide interface is abrupt. No clear evidence for the quantum
size effect was observed. The corresponding Au 5d5/2 VB is found
to shift to a higher BE (5.4 eV) with the Au 5d3/2 band located at
6.6 eV, causing a narrower 5d band splitting (1.2 eV). Although
narrowing of the Au 5d band splitting has also been attributed
to the quantum size effect in earlier studies on Si and other
substrates, the reduction in the band splitting in the present
system can best be explained by the emergence of Au silicide at
the interface. From the finite DOS at the Fermi level and the
constant Au 4f7/2 peak position, we conclude that Au silicide
is metallic-like. These near-regularly spaced Au NPs on a
substrate could serve as a simple conductive and chemically
reactive template for potential applications in nanoelectronics
and catalysts.
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Figure 6. DOSnear theFermi level for theAuNPsampleobtained
by 10 s of sputter-deposition followed by 100 �C annealing.
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